
	
	

	 1
HSBC Building   .   1320 – 885 West Georgia Street   .   Vancouver   .   British Columbia   .   V6C 3E8

T (604) 688-6180   .F (604) 682-7317   .W searchminerals.ca   .   E info@searchminerals.ca

0%

10%

20%

30%

40%

50%

60%

70%

80%

90%

100%
M

in
er

al
 A

bu
nd

an
ce

 (w
t%

)

Combined +38um -38um
Sample/Fraction

Other REE Minerals

Chevkinite

Monazite

Allanite

Bastnasite/Synchysite

Fergusonite

Columbite(Fe)

Figure 1 – Normalized Mineral Abundance of REE Minerals


