
Table 2. Diamond Drill Results - 2003-05 and 2007 DD Programs  
 

 
Sample Number 

 
From 

 
To 

Length of 
Intersection 

 
Gold Grade 

 (metres) (metres) (metres) (grams/tonne) 

PC-03-114 31.4 33.1 1.7 5.13 
 41.1 41.9 0.8 10.16 
     
PC-07-176 80.8 84.9 4.1 5.96 
(including) 82.9 84.9 2.0 11.70 
 107.4  109.6 2.2 1.35 
     
PC-07-177 66.0 67.8 1.8 2.78 
     
PC-07-179 181.5 192.0 10.5 3.70 
 187.0 190.4 3.4 6.80 

  
Note: Reported drill intersection lengths are not meant to represent true thicknesses of the mineralized zone. 
 


